
C
er

tif
ie

d Management System

ISO 9001 / ISO 14001

Swissatest Testmaterialien AG, Mövenstrasse 12, CH-9015 St. Gallen, phone +41 71 311 80 55, swissatest.ch

For tests according to:
	  AATCC
	  ISO 11641
	  ISO 11642

article 409

MULTIFIBRE FABRIC 
For Assessing the Colour Fastness

Inspection Standard of article 409

Parameter	 AATCC multifibre adjacent fabric

Appearance 	 stripe pattern in weft direction

Material 	 according to AATCC
 	 wool, viscose, silk, polyamide 6.6, cotton, acetate

Mass per unit	 g/m2 260 ± 5

Width per unit	 cm 112


