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Swissatest Testmaterialien AG, Mövenstrasse 12, CH-9015 St. Gallen, phone +41 71 311 80 55, swissatest.ch

article 752

WOOLFELT WITH SKIN PARTICLE 
For the Evaluation of Surface Protection by Pollution with Skin Particles and Skin Fat

Inspection Standard of article 752

Parameter Art. 752 – specified value

Appearance  square pieces of black wool felt,  
 measuring 15 mm x 15 mm, strewn with skin particles 
 (wool felt according ISO 11640:2012)

Weight felt 1900 g/m2 +/- 150 g/m2

Density felt 0.32 g/cm3 – 0.37 g/cm3 (category F1, DIN 61200)

pH felt 4.0 – 8.0 

Thickness felt 6.0 mm +/- 0.5 mm

Skin Particle pork skin, powdered, ~ 0.05 g per piece

Make-Up packed in a plastic box, 90 pieces per box

(reduced view)


